
SUBSIDIARY COMPANY "AGROKHIMANALIZ"
IBAN: UA5830071 1 0000026002052577666 JSC CB "PRIVATBANK"

ANALYSIS CERTIFICATE
No. 43711 dated December 26,2024.

Gustomer: LLC "OPENTEK+"

Sample: Polymer (window sill "Openteck+").Sample collected by the Customer.

Purpose: lnvestigation of the elementaland phase composition of the sample using a semiconductor
detector on the ELVATEX device.
Measuring devices: ELVATEX.
The chemical composition of the sample under study was determined in the range from sodium

{11Na) to uranium (92U) by identifying the secondary characteristic X-rays by a semiconductor
detector on the ELVATEX device. The result of recognizing the elementalcomposition of the sample
is given in Table 1.

Table 1. Results of analygis.
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1 2 3

1. Aluminum (Al), % 0.3022

2. Silicon (SD, % 0.3951

3. Potassium {K), % 0.a452

4. Calcium (Ca), % 43.1873

5. Magnesium (Mg), % 0.1519

6. Sulfur (S), % 0.0065

7. Titranium {Ti), % 1.0846

8. Manganese (Mn), % 0.0162

9. lron (Fe), % 0.1181

10. Zinc{Znl,% 0.1471

11. Strontium (Sr), % 0.1515

12. Chlorine (CD, % 35.4CI29

13. Lead (Pb), % 0.0521

14. Fhosphorus (P), o/o 0.0259

15. Chrome (Cr),o/o 0.0066

16. Niobium {Nb), % 0.000E

17. Yttrium (Y), % 0.0007

18. Rubidium (Rb), % 0.0004

Conclusion: The provided polymer sample contains lead in its content.
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